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DATE OF THIS VERSION:   

July 1, 2014   

 

TITLE OF DOCUMENT:   

RESINOUS (EPOXY BASE) HIGH PERFORMANCE DECORATIVE MORTAR FLOORING (RES-3), 09 67 
23.30   

 

DATE OF VERSION BEING SUPERSEDED (old):   

May 1, 2011   

 

DESCRIPTION OF DOCUMENT (previous title, number, other identifying data):   
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SUMMARY OF CHANGES IN THIS VERSION:   

1. Page 1 PART-1 Section 1.2 added Paragraph B reference to Substrate Preparation for 
Floor Finishes. 

2. Page 4 PART-1 Section 1.4 added Spec Writer Note concerning Mockup requirement. 
3. Page 5,6 PART-1 Section 1.6 added requirements for preparing concrete substrate for 

resinous flooring applications. See Paragraph 2, subparagraphs a, b, c and Table that 
follows. 

4. Page 6 PART-1 Section 1.6, Paragraph D delete.  
5. Page 7 PART -1 add Spec Writer Note before Section 1.8. 
6. PageS 7 & 8 PART-1 Section 1.8 Paragraphs B thru C deleted and rewritten to update 

testing proceedures. See Paragraphs B & C and applicable publications. 
7. Pages 9,10 PART-2 section 2.1 paragraph E physical properties the table that follows the 

paragraph has been updated for testing proceddures and properties. 
8. Page 10, PART-2 section 2.1 paragraph F was added. Information in paragraph F entitled 

“Chemical Resistance” was pulled from the physical properties table and developed into 
a new paragraph with more detail concering testing proceedures and results. 



9. Page 10 PART-2, Paragraph 2.2, “Base Cap Strip” was sequentially moved to become 
Section 2.3. The paragraph 2.3, “Supplemental Materials is is renumbered as paragraph 
2.2.  

10. Page 10 PART-2 Section 2.2 paragraph C Spec Writer note updated. 
11. Page 11 PART-2 Section has been rewritten. 
12. Page 12 PART-3 Section 3.4A added two Spec Writer Notes. 
13. Page 12 PART-3 Section 3.4 Paragraph B1b, change to ASTM Test from ASTM C 811 to 

ASTM D 4259 to be in compliance with ASTM Standard C722-04 (2012), "Standard 
Specification for Chemical-Resistant Monolithic Floor Surfacings 

14. Page 13 PART-3 Section 3.4 Paragraph B2, revised Spec Writer Note after paragraph. 
15. Page 14 PART-3 Section 3.5 Paragraph A3 added Spec Writer Note before paragraph. 
16. Page 15 PART-3 Section 3.7 changed to become Section 3.8 . New Section 3.7 added 

entitled “Engineering Details  

 


